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2 Intemotonct &
¥ _ iridepenident Inspection =
E "Scan to Aunthenticate" % o
¢ GDM-CRT-23.24-11862 bash ki DATE: 22ND DECEMBER 2023 s
¢  JOB REF NO: GDM-]B2324-007643 A esd &
i C12-Cl4 0.50% max N.D 8
g Palmitic 1.50% max 113 g
¥ C 18:0 +C18:1 12.0 % max 10.27 =
% 12- Hydroxystearic acid  |85% min : 86.67 ,:«j
;3 12-Ketostearic acid 2.0%max 1SO 12966-4/12966-2 % BY AREA ]0.80 :%
. Arachidic C 20 1.00% max 0.10
5 C 22 Behenic 0.50% max 0.11 &
& Others 1.50% max 0.92 2
N Recovery 90% Min 99.08
E Moisture & Volatile matter reading is based on the shipper’s laboratory for B/no.SK23819.

i‘; Note: ND= Not Detected , Detection Limit 0.05% by area o
&  BLQ =Below limit of Quantification, Limit of Quantification 0.02mg/kg -

5
:"3 B/NO.SK23820
AP B, 2 |QTY:12.000MT
N NO‘ Test Parameter Specification |Test method - Units Lab No0.09700
¢ ' P T SH/23/12/03602
g : ‘ - . 22312K36579
& |1 |Appearance Flakes ~|SOP/GCGDM/OIL/001 - Off white powder
& 2 |Acid value 175-185 JAOCS €d 3d:-63 (RA-2017) mgKOH/gm |175.78
g 3 |lodine value <3 AOCS Tg 1a - 64 (RA-2017) gml,/100gm |1.96
& . . < 2.0 RED o, Red 1.5R
" 4 |Colour Lovibond 1 inch | 25 ovpr Low|AOCS Cc 136z 92 (RA-2017) Vellow 4.0Y
& |5 |Colour Gardner <5 : AOCS Td la - 64 (RA-2017) e 3+G
e 6 |Colour heatstability <+ | 7 max . |aocsTd3a-64 (RA-2017) . 54G
# |7 |Melingpoint = 74-79. . - |AOCS Cc1-25 (RA-2017) = '|DegC 76.8
2 8 |Hydroxyl value - 20155 < 165 “|BY GC " : e RE T - |mgKOH/gm {158.48
& 9 |Saponification value 182 - 192 AOCS Cd 3 - 25 (RA-2017) mgKOH/gm |184.86
10 |Unsaponifiable matter <1% AQCS Ca 6a-40 (RA-2017) % 0.48
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& Regd Off : Geo-Chem Laboratories Private Limited s e Y e s = ¥ (

o GeO‘Chfem House, 294, Shahid Bhagat Singh Road, niiplgepchem.netin/tac.html. ). Any unauthorised alteration to the document is illegal "
o Mumbai, Maharashtra 400001, India and unlawful and will aitract prosecution as per the law. The inspection / testing has been 4
g Tel : +912266383838 , Fax : +912266383800 performed to the best of our ability. This certificate reflects our findings at the time and %
e Email: mumbai@geochem.net.in , CIN : U74220MH1964PTC013022 place of inspection / testing and does not relieve parties trqm their comri_mfal obligations. 2
541 h . Samples will be retained by us for a period of 60 days only, unless specific instructions to 5
& www.geochem.net.in the contrary are received. #
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* nf nspeciion =

z "Scan to Aunthent1cate : @

% GDM-CRT-23-24-11862 . )4

g JOB REF NO: GDM-]B2324-007643 DATE: 22ND DECEMBER 2023 IE
1g plolstireand volallle | g 5 AOCS Ca 2¢- 25 (RA-2017) % 0.39 8

matter &

12 |Drop point 71 -80°C ASTM D 127-19 °C 75.6 ?’
13 (Sffnvri)re“due 10000 teqpy s e % 0.59 g
14 |Nickel 1 ppm max GCLPL/QS/CRA/5.4/100 (ICP-MS) (Mg/kg BLQ 5

B 14 |Fatty acid composition by GC 2

3 Cl12-Cl14 0.50% max N.D ”;

8 Palmitic 1.50% max 1.16 ¥

E C 18:0 +C18:1 12.0 % max 10.37

& 12- Hydroxystearic acid  |85% min 86.48

g 12-Ketostearicacid = |2.0%max 1sO 12966-4/112966‘-2 . |%BYAREA |0.83

2 Arachidic C 20 ST N : 0 {0:09

2 C 22 Behenic. 0.50% max " A|ih, e A fia s lo.11

Others 1.50% max E N o6

; Recovery 90% Min A 99.04

Z Note: ND= NotDetected , Detection Limit 0.05% by area

8 BLQ =Below hmlt of Quantification, Limit of Quantlflcatlon 0: Ong/kg

if The Quality Of Wood Used, Heat Treatment And Fumlgatlon Of The Pallets Is The Responsibility Of The Shipper. z

j We Can Verify The Documents Present By The Shlpper To Us As Shipper’s And Their Pallets Supplier Witness =

§  This Activity. ;;

2 Due To Inherent Nature Of The Product & Or Transit Effect No Responmbﬂny Can Be Assumed For Any <

&  Qualitative Deviation Including Sweating Of The Product. ¥

5 Although The Inspection Was Carried Out Thoroughly And With Due Diligence; The Reported Findings Are o

5 Limited To The Vlsual Examination Of T he Safely And Readlly Acce551ble Portions Of The Consignment Only. é

% This Certificate Reflects Our Findings At The Tlme Date And Place Of Inspection Only And Does Not Refer To %

Any Other Matter
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& Regd Off : Geo-Chem Laboratories Private Limited Sooamen iect 0 B torme 8 o :
- Geo-Chgm House, 294, Shahid Bha@!“ Singh Road, ht mﬂgmchml.n&hnjmc..hlml_ ). Any unauthorised alteramon to the document is 11 egal "
= Mumbai, Maharashtra 400001, India and unlawful and will attract prosecution as per the law. The inspection / testing has been b4
Tel: 4012266383838, Fax : +912266383800 performed to the best of our ability. This certificate reflects our findings at the time and &
; place of inspection / testing and does not relieve parties from their contractual obligations. ;‘#
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’?u Emall‘mUInbal@ge?Cllem'HEt'ln » CIN : U74220MH1964PTC013022 Samples will be retained by us for a period of 60 days only, unless specific instructions to
& www.geochem.net.in the contrary are received. ’”‘



